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Structural schemes of polyspirobifluorene-
co-benzothiadiazole (PSF-BT) and F8BT 

polymers



Absorption and fluorescence spectra of PSF-BT 

and F8BT films.
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Fluorescence decay 

of PSF-BT measured 

at different 

fluorescence band 

positions.

0 10 20 30

10
3

10
4

10
5

520 540 560 580 600 620 640
0.0

0.2

0.4

0.6

0.8

1.0

 

 

F
lu

o
re

s
c
e

n
c
e

 i
n

te
n

s
it
y

Time, ns

515 nm

530 nm

600 nm

630 nm

F8Bt

(a)

 

 

 0

0,7 ns

 7 ns

 30 ns

F
lu

o
re

s
c
e

n
c
e

 i
n

te
s
it
y

Wavelength, nm

(b)



Fluorescence decay kinetics of PSF-BT at 

different temperatures


